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(7) ABSTRACT

A drywall joint construction and method consisting essen-
tially of abutting drywall boards having a lengthwise crack
therebetween and a joint finishing system formed within the
crack to complete the drywall joint construction such that a
flexible layer defines the joint’s center-line surface. Where
the edges of the drywall boards are tapered, the resulting
channel is filled with a taping compound and a tape forms
the flexible layer covering the taping compound so as to
flush the joint finishing system with the drywall boards.
Where the drywall boards are non-tapered, the resulting slit
therebetween may be filled with taping compound and a tape
may again form the flexible layer covering the taping
compound and flushing the joint finishing system with the
abutting drywall boards, or the slit may be filled with a
flexible compound that also forms the flexible layer and
flushes the joint finishing system with the drywall boards.




